
PPF Defect Bible — Quick Card
Silvering · Fingers · Bubbles · Edge failure · Re-do calls

Defect What you see First fix

Silvering Dry haze / trapped air look More slip, slower stroke, re-wet; do not heat-chase

Fingers Wrinkles from excess film Relieve tension; heat only after lay; never force

Bubbles Trapped water or air Push center-out 50% overlap; needle only if cured

Edge lift Film peeling at perimeter Tack zone discipline; wipe contaminant; recut if short

Dirt nibs Specks under film Stop. Lift if fresh. Restart prep — do not bury

Re-do call rule: if light shows it in the bay, the customer will see it in the sun. Fix before wrap.
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